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Environmental Consulting Services, Inc.

May 9,2Ol2

SCDFMC
2600 Bull Street

Columbia, SC 29201
Attn: Pete Creighton

RE: Review Previous Asbestos Inspection Report & Collect Bulk Samples for TEM Analysis
SCDHEC Pee Dee District Environmental Air Quality Building # I I 1924

145 E. Cheves Street Florence SC

Dear Pete:

Per your request, I visited the above referenced facility located in Florence, South Carolina onMay 4,2012.
This site visit was to review a previous asbestos inspection report (F&ME, l/31/03) and collect any needed
samples for PLM and/or TEM analysis prior to renovations occurring in the center area of the facility (see
attached drawing). The F&ME report does not identifo what color of floor tile was analyzed by PLM
analysis in their 2003 inspection. It is our understanding that the scope ofwork for the upcoming renovation
will include disturbance of the white speckled floor tile and associated black mastic, tan baseboard mastic,
and lower area of sheetrock walls that are located in this area. The F&ME 2003 report reflects a sufficient
number of samples analyzed by PLM analysis conceming the wall material.

During this current visit, bulk samples ofthe white speckled floor tile and associated mastic, along with the
tan baseboard mastic were collected for TEM analysis. These materials are known as Category I non-friable
materials that yielded a negative for asbestos content through the initial PLM analysis and this TEM
analysis is required according to the current SCDHEC regulation. The TEM analysis results for this white
speckled floor tile and associated mastic, along with the tan baseboard mastic also yielded a negative for
asbestos content for each of these materials and these materials can be considered as conventional
construction debris, for your renovation purposes.

A detailed listing of samples, along with the EHS, Inc. laboratory analysis report is included in this report
for your review. The square or linear footages of all materials sampled, condition of the materials
("good" or "damaged"), and potential for disturbance ("significant potential for disturbance" or "spd"),
can be found on the enclosed "Executive Summary List ofSuspect Materials form".

It is always a pleasure assisting you with project and should you have any questions, please contact me at
803/772-1070 or at 803/609-7126 (mobile).

G. Donald Cobb
SCDHEC Licensed lnspector # 22081
2052-l

736-D St. Andrews Road # 196 Columbia, SC 29210 803/772-1070 Fax 803/2t6-9908 ecsinc@sc.n.com
Proud Member ofLexington County and the City of Columbia's Green Business Prosrams
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TEM Report of PLM Samples
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Date:

Attention;

Subj ect:

RE:

May 9,2012

Howard Varner
Envirorunental Hazards Services, LLC

Analysis of bulk samples for asbcstos mineral fibers by Transmission Electron
Microscopy

MSE.582EHSB
2052-l; FloreDce County tlealth Dept,; 145 E. Cheves Street; Florence, SC

29506 / Clienr# 42-1931 Project
EHS# 12-08-00911

Dear Mr . Vamer:

McCall & Spero Environmental, Inc. has compleled the analyses of the bulk saruples we
received fiom yoru offices on May 8,2012. These sanrples reprcsent the bulk samples lrom the
2052-l; Florence County Health Dept,; 145 E. Cheves Street; Florencc, SC 29506 / CLientH 42-
193 I Project .

The TEM bulk analysis was performed according to the New York State ELAP Method # 198,4,
"f.ansmission Electron Microscope Method for ldendfying and Quantiffing Asbestos in Non-
Friable Organically Bound Bulk SampleS'.

The results for thc three (3) sarnples are summarized jn thc following report. Please note that lbr
samples consisting of two or more distinct comlrcnents, each component is analyzed and
reported individually (EPA 40 CFR Part 6l U"RL-4E2 t-711).

l-hank you for consulting McCall & Spero Environmental, Inc. Should you have any questions
concemhg these results, pleasc contact our office.

'l'liM I-aboratory Director
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Teleohon€; 800.347.4010

EHS Clirnt *: 42-1931

RepoftNumben 12-05409'll

Proi.ctlTosl Add|rEs: 2052-l: Flor€nc€ County Heallh DepL; 1'*t E Che\€s- 
Street; Florsnce, SC 29506

Arrlylb Roqu$tod: Ctlatfi€ld Bulk 24 hr

TEM FORM

Rec€ivsdDrls: WnTnO'|z

Er Dala: 0F,l0€,n$2

Sampla # Samph Type Samde [scalion and/o( comments Vo[rme oiterE)

-IEm Ol C\,utfi"dr., uJhr{earec|/u/Prrxl" l:Jl.cr 1., /

IFZrn oa RlacL flur-frlr rnasrLb onlv.

rern 03 \ Tnnr$too rnnrrld arlhostrr rr' .1,, !

Date/Time R€l6ased By: DaldTlme Recoived By: ,
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McCall & Snero E vironmental ec.''

CLIENT
SAMPLE #

DESCRIPTION
ASBESTOS
TYPES & %

TOTAL
ASAESTOS %

NON-
I.'IBROUS

MATRIX %

OTI{ER
FIBROUS

MATERI AL
TYPES & % COLOR

TEM O1

Floor Tile No Asbestos Detected NAD 100% ND Write

.TEVI 
02

Mastic No Asbestos Detected NAD r00% ND Black

TEIvI 03

Adhesive No Asbestos Detected NAD 1,00Yo ND Tan

NOTES:
NAD : No Asbestos Detected
AC - Actinolite
TR: Tremolite

Page

projecr Name: 2052-I; Florence county He3lth Dept,; 145 E. Cheves Street; Florence, SC 29506 / Client# 42-

1931 Proiect EHS# l2-08-0091i
No. MSE-582EHSB

ND = None DetEcted CH = Chrysotile A = Amosite
CR = Crocidolite AN: Anthophyllite
< 17o: Less Than One Percent >|Yo: Grcater Than One Perccnt

For samples consisting of separate components, each corrponent is analyzed and reported separately'

TEM bulk analysis was performed according to the New York State ELAP Method # 198.4, 'Transmission

Electrol Microscope Method for Identiffing and Quantifying Asbestos in Non-Friable Organically Bound Bulk

SampleS'.

Results apply only to items lested. Results from this report must not bo reproduced, except in Iirll, with tlre

approval of Mcgall & Spero Environmental, Inc. This report must not be used to claim product endorsement by

NVLAP or any agency of the U.S' Govemment.

*r EpA recommends that bulk materials found negative for asbestos or less tltan one percent asbesl,os by

polarized light microscopy tbat fall into one of five dominantly nonliiable categories be reanalyzrd by an

additionat method, such as transmission olectron microscopy. (EPA Notice of Advisory, FR Vol. 59, No. 146

& Test Melhod LPA 600/ R-93/ I 16).

Analyst: S. Deuayne trar, B.S.

McCall & Spero Environmental, Inc.
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Project Drawing Detailing Suspect Sample Locations



Copy of Inspector's SCDFIEC License
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